
Surface Preparation
Paint systems applied:

1 E-303, Epoxy Zinc / C-200, 
Coal tar epoxy

2 C-200, Coal tar epoxy

3 VZ-108, vinyl Zinc / V-766, 
vinyl

4 V-766, vinyl



6 Month Immersion

Paint systems applied:

1 E-303, Epoxy Zinc / C-200, 
Coal tar epoxy

2 C-200, Coal tar epoxy

3 VZ-108, vinyl Zinc / V-766, 
vinyl

4 V-766, vinyl


